Supplementary data




Figure S1. ISE-H+ potentiometric curve of a solution containing Pd2+ 0.38 mmol L-1, AA 0.57 mmol L-1, in NaCl /NaClO4 medium, at I = 0.1 mol L-1 and CCl- = 0.01 mol L-1.




Figure S2. Trend of qe with chloride concentration in solution at different pH values and at T = 25°C. Symbols and corresponding pH values: (pH = 5, ); (pH = 4, ); (pH = 3, ); (pH = 2, )






Figure S3. Dependence on CCl- of qmax () and of pL0.5 () in the Pd2+ - AA system, at pH = 2, in NaClO4 / NaCl ionic medium, at I = 0.1 mol L-1 and at T = 25°C  


image1.emf
0.00 0.02 0.04 0.06 0.08 0.10 0.12

2

3

4

5

6

7

pH

mmol NaOH


oleObject1.bin

image2.emf
0 2 4 6 8 10

0.00

0.08

0.16

0.24

0.32

0.40

0.48

q

e

 

(

mmol Pd

2+

 / g dry gel beads

)

C

Cl

-

 / mmol L

-1


oleObject2.bin

image3.emf
0 2 4 6 8 10

0

20

40

60

80

100

120

 

C

Cl

-

 (mmol L

-1

)

q

max

 

(

mg Pd

2+

/ g dry gel beads

)

0

2

4

6

pL

0.5


oleObject3.bin

