Highlights
· 4% Nano-Clinoptilolite considered as good stabilizer for DBPs.
· Thermal tests, XRD, AFM and AEM explained surface effect on DBPs stability.
· Nano-Clinoptilolite makes the surface of DBPS more ordered and homogenized. 
· Mechanism of DBPs stabilization by clinoptilolite is also explained. 
