






















Fig. S1. The pseudo-first- (a), and  pseudo-second-order (b) models for sorption of Sr2+, Eu3+, and Pb2+ by RB at room temperature and pH=5.0







Fig. S2. Plots of Langmuir for sorption of (a) Sr2+ (b) Eu3+, and (c) Pb2+
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