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Development and evaluation of rosmarinic acid loaded novel fluorescent porous organosilica nanoparticles as potential drug delivery system for cancer treatment
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Figure S1. TEM images of (A) nanoparticles, and (B) rosmarinic acid-loaded nanoparticles. Scale bar: 20 nm.
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Figure S2. Size and count rate of NPs at various times
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