Supplementary figure captions
S 1. Confirmation of the biosynthesis of nanoparticles using UV-Vis spectroscopy.
S 2. EDS analysis of AgNPs(a), CsNPs(b), Cs/AgNCs(c), and Cs/AgNCs/tbn(d).

S 3. Comparative representation of bacterial cell susceptibility towards different samples.
S 4. Oxidative effects of AgNPs, CsNPs and Cs/AgNCs, and Cs/AgNCs/tbn on the DNA of P. aeruginosa.
