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Figure S7. The fluorescence emission spectra of Zn-CDs mixed with Zn2+, λEx = 400 nm. 3 

The effect of Zn2+ on Zn-CDs was investigated. When Zn2+ was added into 4 

Zn-CDs solutions, the fluorescence emission spectra remained nearly unchanged 5 

in Figure S7. It indicated that the fluorescence of Zn-CDs was minimally 6 

influenced by Zn2+.  7 
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